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ᴍ Mn(%) Fe(%) P(%) Mn(%) Fe(%) P(%)

2006 46.42 4.39 0.10 48.00 10.65 0.04 

2007 44.92 4.91 0.11 47.78 10.50 0.03 

2008 45.56 4.56 0.11 46.69 11.21 0.03 

2009 44.97 5.18 0.11 47.69 10.97 0.03 

2010 44.13 5.13 0.12 46.65 11.20 0.06 
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2006 28.84 5.27 0.096

2007 28.5 5.43 0.096

2008 28.26 5.18 0.101

2009 27.02 6.03 0.092

2010 24.32 7.11 0.118
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Mn Fe P SiO2 Ca0 MgO Al203

ꜘ
⌐

32 24 0.38 3 0.12 0.05 5.67

39 16.5 0.08 3.9 1.8 0.6 2.65

32 20 0.08 3.9 1.8 0.6 2.65
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